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Issued to:  RECTORSEAL 

601 SPENWICK DR 

HOUSTON TX 77055 
   

This is to certify that 

representative samples of 

 FILL, VOID OR CAVITY MATERIALS 

USC, CNC Blaze Foam.   

 

The Blaze Foam is intended to be used as a Classified, 

"Fill, Void or Cavity Material" in various Joint Systems 

contained in the Fire Resistance Directory. 
   

  Have been investigated by UL in accordance with the 

Standard(s) indicated on this Certificate. 

   

Standard(s) for Safety:  ANSI/UL 2079,Tests for Fire Resistance of Building Joint 

Systems 

CAN/ULC-S115,Method of Fire Tests of Firestops Systems 

Additional Information:  See the UL Online Certifications Directory at 

www.ul.com/database for additional information 

 
 

Only those products bearing the UL Certification Mark should be considered as being covered by UL's 
Certification and Follow-Up Service. 
 
Look for the UL Certification Mark on the product. 
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